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Ecology & Environment, Inc.
11550 Newcastle Ave. #250
Baton Rouge, LA 70816

SAMPLE

SAMPLE TREATMENT

LOCATION

APPEARANCE

Brown

WBS603G01 |Teased |

1 Fibrous

1
Homogeneous

‘Teased
Non-Fibrous ‘ |
| Homogeneous

WBS603G02

NE Seattle A Ann Arhor MI . San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
[ Westmont, NI~ PISCATAWAY, NT— CaTie Phace¥——M:
609-858-4800 908-981-0550 5169977251 2122900052 203-233-9007 313-668-6810 4155705401 404-333-6066 910-297-1487 713-686-3635

Tuesday, April 01, 1997

Project: WESTBANK ASBESTOS PROJECT

Ref Number: TX971062
ASBESTOS NONASBESTOS
% TYPE % FIBROUS % NONFIBROUS
< 1% Chrysotile "~ 100% Other
7 None Detected 100% Other

| i

WBS603G03 Teased

"Fibrous | ‘
iHomogeneous

SN N

|Brown

WBS603G04 Teased

‘ Brown
Non-Fibrous

Homogeneous i

Brown

WBS603G05 Teased

Fibrous
Homogeneous

S

Teased
Fibrous

Homogeneous }
!

WBS096G01 |Brown

I

Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.
Analyst

100% Other

”None Detected | 100% Other
2% Chrysotile ) 98% Other
|
|
<1% Chrysotile | 100% Other

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA "Ann Arbor, M Sal MATES, CR sy Lo o

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Tuesday, April 01, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971062

' POLARIZED LIGHT MICROSCOPY (PLM) |

Project: WESTBANK ASBESTOS PROJECT

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS289G04 B ;iaﬁv'v'i " 'Jeased T <1%cChrysotie | 100% Other
Fibrous | | < 1% Crocidolite |
| Homogeneous \ | |

[ [ _

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

ernandez, J
Analyst

Arthur

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, N]  Piscatzvay,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Athor, M SaU MUY, Th - Sty ét r
6;98584800 9089810550 516.997-7251 2122900052 203:233.9007 3136686810 4155705401 4043336066 9102971487 713.686:3635
Ecology & Environment, Inc. Tuesday, April 01, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971076
" POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS101GO1 IBrown  |Teased - ‘ ‘None Detected 100% Other
|Non-Fibrous ‘ ‘
i Homogeneous :
! | ) L 7 )
3WBS101602 VI73ro;v7n B ’Téasédﬁ - W‘\' 10% Cf;l:ysotne 88% Other
| Fibrous i | 2% Amosite
‘ Homogeneous ‘ |
‘ o S B S -
'WBS289G05 J Brown  |Teased | 2%Chrysotle 98% Other
| Fibrous | J
‘ Homogeneous |
_ | S
WBS289G06 |Brown ' 'ﬁea;ed i < 1% Chrysotile 100% Other
Non-Fibrous ‘ ;
J Homogeneous / ‘ ‘
N B 1 ]
Wes289G07 Bown  Teased | 2%Chysote 08% Other
i I
| Fibrous | |
Homogeneous ‘ ‘
| R | |
'WBS102G01 ;Brown Teased i' None Detected 100% Other
| Non-Fibrous ‘ ‘
Homogeneous

i —— |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscatoway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, an

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, inc. Tuesday, April 01, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971076

_ POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS057G01 Brown  Teased | < 1% Chrysotile | 100% Other
Non-Fibrous ‘ (
Homogeneous | |
_ _ _ e R |
WBS057G02 Brown Eééed | NoneDetected | 100% Other
3 Non-Fibrous ‘ |
Homogeneous \ |
WBS104G01 Tan W}easea N 1 2% Chrysotile | 98% Other
Non-Fibrous | Po< 1% Crocidolite ‘
Homogeneous : ‘ i
| B o
\WBS104G02 Tan 7‘Tease¥d 4% Chrysotile ‘ '96% Other
Non-Fibrous | < 1% Crocidolite |
Homogeneous | 1 ‘
o |
WBS104G04 Tan  ITeased } < 1% Chrysotile - 100% Other
Non-Fibrous ‘ ' < 1% Crocidolite
Homogeneous | J
WBS104G05 Tan Teased | <1%Chrysotile 100% Other
Non-Fibrous ‘ < 1% Crocidolite ‘

Homogeneous ‘ 1
i
!

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr,

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ  Pisca~uway,NJ  CarlePlace, NY  Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyroa, Bk Greenshord, NU - HOUSTOW, TX
$09-358-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635

Ecology & Environment, Inc. Tuesday, April 01, 1997

11550 Newcastle Ave. #250

Baton Rouge, LA 70816 Ref Number: TX971076

. POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE

LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS104G06 Itan v\‘Teased 7 - 7 < 1% Chrysotile N 100% Other
Non-Fibrous < 1% Crocidolite ;

‘Homogeneous | i
| !
—_— - i

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez, Jr.
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the dlient to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not respeonsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA ~Smyrnia, GA . Broensbory, NU - HOUSOm IX

609-873-4800 908-981-0550 516-997-7251 212-280-0052 203-233-9007 313-663-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, April 02, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971085

' POLARIZED Clc";}ﬁ’Mlélﬁi’o§c§pl{Y:(PyM)

Project: 070601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS113G01 Brown Teased 2% Chrysotile | 98% Other

Fibrous \ |
Homogeneous |

S —— —— —_— S | S

Brown  |Teased "< 1% Chrysotile o 100% Other
Non-Fibrous | ‘ ,
Homogeneous | !

'WBS113G02

S - — o

'WBS113G03 Brown

“T;ésed W ‘ '2%Ehrysotile 7 98% Other
Fibrous \ ‘ ‘
Homogeneous | ‘

Brown ITeased | NoneDetected | 100% Other
Non-Fibrous | ;
Homogeneous ‘

WBS113G04

|Teased < 1% Chrysotile | 100% Other
Non-Fibrous : 1
‘ Homogeneous

\WBS290G01 Brown

-~ — .
| Brown Teased
 Fibrous |

Homogeneous | ‘ i

'WBS104G03 | 2% Chrysotile

i 98% Other

R R S

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

Arthur Hermandez, Jr.

Pbproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at Jeast one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA m—mm“umm Y,

609-P8-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Wednesday, April 02, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971085

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 070601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS105G01 ‘Brown  [Teased ' < 1% Chrysotile T 100% Other
I Non-Fibrous \ l < 1% Crocidolite [
\' Homogeneous | j |
R A 1
'WBS105G02 | "Brrownr o ITeased 7 < 1% Chrysotile ; ) 100% Other
‘ Non-Fibrous !
| Homogeneous \
- S S — — |
'WBS605G01 |Brown  |Teased ' 2%Chrysotie | 98% Other
\
| Fibrous ,‘ 1
|Homogeneous !

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hemandez, Jr.
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a smail percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All “NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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— e -—— CONCENTRATION INFORMATION

EXPECTED
RAMNGE CONCENTRATION RANGE
Liguid Sail
L (Low! 0 - 5Cppb G- 50ppm
M (Mechum: 51 — 1000pph 51 - 1000ppm

H (High) > 1000ppb >>1000ppm




Aan Arbor, BT STIIRTED, G Sty oror-Ni- IX.
Westmont, NJ Piscataway, NJ Carle Place, NY Manrhattan, NY Seattle, WA or, Ty

$09.-858-4800 9089810550 5169977251 212200005 2032339007 313-668.6810 4155705401 4043336066 9102971487 136863635
Ecology & Environment, Inc. Thursday, April 03, 1997
11550 Newcastle Ave. #250
Baton Rouge. LA 70816 Ref Number: TX?71101
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS100G01 Brown  Teased < 1% Chrysotile ‘ 100% Other
| Non-Fibrous ‘ \
1 Homogeneous | i |
_ _ L _ _ L _ - o
‘WBS100G02 \Brown  |Teased < 1% Chrysotile : 100% Other
i Non-Fibrous i‘ i ‘
i Homogeneous ‘ i
| 1
'WBS103G0f iBrown "~ eased T " None Detected | 100% Other
| Non-Fibrous \ | |
|Homogeneous | \
‘ \
S G
WBS103G02 TBrown - 1i‘e;sé;j © | NoneDetected 100% Other
'Non-Fibrous : \
\ Homogeneous 1
) [
WBS103G03 ;B7ownv © Teased | <1% Chrysotle . 100% Other
| v
| Non-Fibrous | . |
i Homogeneous i ‘ |
L I [ . ST
‘WBS115G0! |Brown  'Teased | 2%Chrysotle ' 98% Other
|Fibrous \ | < 1% Crocidolite
|Homogeneous ! |

|

[ . I s L

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers” refers to number of separable subsamples.

ernandez,
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. Al "NVLAP” reports with NVLAP logo must contain at least ane signature to be valid. Laboratory

is not responsible for the accuracy of results when requested ta physically separate and analyze layered samples.




TR W AT AT, Mt S Maten-64 5 Ll Gragoshora NG Houston IX
Westmont, NI Piscataway, NI Carle Place, NY Manhattan, NY eatle, f

1 509-858-4800 9089810550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, April 03, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971101

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS115G02 ‘Brown |Teased "< 1% Chrysotile ) 100% Other
[ Non-Fibrous ‘ . < 1% Crocidolite
;Homogeneous ‘ ‘
| L o : !
WBS115G03 Brown ~ Teased 2% Chrysotile | 98% Other
'Fibrous ‘ | \
i Homogeneous \ l
o [ - I - , ~ B
WBS115G04 | 'Brown  Teased l/ ‘2% Chrysotle | . 98% Other
Fibrous | < 1% Crocidolite
Homogeneous | {
i R I J _ _
WBS115G05 [Brown  |Teased | <1%Chrysotle | 100% Other
Non-Fibrous \
Homogeneous \
R _ — - e e —
'WBS115G06 “Brown  |Teased . <1%Chrysotle | 100% Other
\ | :
‘Non-Fibrous | | 1
| Homogeneous ‘ | 1
[ B .
'WBS106GO (Brown [Teased ~ <1%GChrysotie | 100% Other
Non-Fibrous | | |
'Homogeneous | y \

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

An

Arthur Hermandez, Jr.
Analyst

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Signatory
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609-858-4800 908-981-0550 516-9977251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Thursday, April 03, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971101

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS106G02 iBr;)wn ) Teased 7 < 1%7Chry;§il”e - 100% Other
Non-Fibrous } i
Homogeneous ‘ “ ‘
. il !
— — — - = .
WBS106G03 |Brown Teased < 1% Chrysotile 100% Other
'Non-Fibrous \ ‘
_Homogeneous *
S S . o

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hetnandez, Jr.
Analyst

pproved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Ecology & Environment, Inc. Friday. April 04, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX97112]

ok "AL(/ ,1 ' POLARIZED LIGHT MICROSCOPY (PLM)
N 2

C Y « 7 Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTQS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
-138118G01 'Brown Teased " < 1% Chrysothie 100% Other
i Fibrous
Homogeneous

caments: For all obviously heteroganacus samples easily separated int
ey o subsamples, .
“isn "# of Layers” refers to number of separable subsamp’\yes. g samples, and for layered sampies. each component is analyzed separately.

Arthyr Hernondez, Jr.

Analyst Approved

Signatory

Disclpmers: PLM has baen known to miss asbasios © & amall perchniage of
samples which contain etdesios. Thus
%Mm Fioor tieg dnd wipes should b festea wilh edner SEM or TEM. The 30ove lest repo relaies only 10 the ::?,,‘;'r:.m“ ;;'.Ur:p;"r,‘ be
reproducad n hiit with writien BPproval by EMSL. The aove test Must nol ba used by tha client 10 cikim ottt endor sement NVLAPY !
:°’ any agetcy of e Uniled States Gavemmant Al NVLAP" reports with NVLAP jogo must conain ot mast 0ne sgrature 1o be uhdbz
Aot rempantitie for the sCCUacy Of (e8uEs when requastad (o phywcetly Sepacats and Malyzs layered sempies sporstery
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Ecology & Environment, Inc. REG'D APR l 4 ']997 Friday, April 04, 1997

11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971123

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WeS110601 bown | Tesed | <t%Chysotle | 100% Other
N i i o, T !
Non-Fibrous | ‘ < 1% Crocidolite !
Homogeneous ‘, ) !
S . I
WBS110G02 Brown  [Teased | NoneDetected 100% Other
Non-Fibrous 1 ‘, j
| Homogeneous " ‘ |
I ] I B ‘
WBSBE05G01 JI‘::rown - E'Feas;d ' 2%Chrysotle o  98% Other
| Fibrous ! ‘ ;
| Homogeneous | ! |
] O A
'WBS605G02 Brown  ITeased \[ ~ None Detected | 100% Other
| Non-Fibrous ! ! !
Homogeneous | ;
| !
. - i - — - _ _ _ _ J—
WBS605G03 | Brown  Teased e None Detected ' 100% Other
/Non-Fibrous | |
: Homogeneous ! ‘ .
‘ e JE—— — el - - - _ — o
'WBS605G04 Bown  |Teased | NoneDetected | 100% Other
|Non-Fibrous ‘ r J
'Homogeneous :

|
i
i
]
-l .

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Arthur Hernandez,

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approvat by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Ecology&Environmont. Inc. Friday, Apri

11550 Newcastie Ave. #250

70816 Ref Number: TX971123
Baton Rouge, LA

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ABBESTOS

apeuitr % TYPE % FIBROUS % NONFIBROUS
r
SAMPLE LOCATION  APPEARANCE  TREATMENT A | .
2G01 | Brown " Teased - 3% Chrysotile ;
=514 : ‘ }
 Fibrous
"Homogeneous
' ' i 97% Other
A3S111G01  Brown Teased 3% Chrysotiie
: Fibrous
‘Homogenheous
+/3S093GO1 “Brown Teased " < 1% Chrysotile ‘ 100% Other
" Non-Fibrous
Hormoganaous
35083602 Brown Teased | 2% Chryscble 98% Other
. Fibrous < 1% Amosite
Homogeneous i
' /BS0S3GO3I ,Brown Teased 2% Chrysotile 98% Other
‘Fibrous . < 1% Amosite
Homogeneous
/BS093G04 Brown Teased " 3% Chrysotile 97% Other
,Fibrous

| Homogeneous

Comments. For alf obviously heterogensous sampies easily separated into subsamples. and for iayered samples, each component is analyzed separately.
s, '# of Layers” refars ta number of saparable subsamples

Arthur Hernandez, Jr. Approved
Anqlyst Signatory

Discisimers LM hat DOSN kNown 10 Miaa A3besios in @ Smal percantspe of sampius wiich COMain ssoestos. Thus negative PLM reauks cannat be

Quasantped Floos ties 9nd wipax shouid De tested with sither SEM or TEM. The above et report relatas orly (0 the tema testad This repon mey 2
only ba reproduced in full with writien spproval by EMSL The sbova taat must not be used Dy the CHBNY 10 claim product endorsemant by NVLAP

AOr Sty agenGy of the Uniled Staes Goverment. All "NVLAP® reports with NVLAP 1000 MUt 500N B Isast one SI0NMHWe 1o be vahd Labormiory

s not resporiabie for the acturacy of (esults when requestsd to physicelly tepersie end snmlyre ayered samples
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Ecology & Environment, Inc. Monday, April 07, 1997

11550 Newcaslle Ave. 428 APR1 4 1997

Baton Rouge, LA 70816

Ref Number: TX971142

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

—_ _— —
I

v Tan ‘Teased
! Non-Fibrous 3
.Homogeneous | i
i

WBS119G01 5% Chrysotile 95% Other

[Tan ‘Teiased o ~ None Detected } 100% Other
'Non-Fibrous ‘ 1
Homogeneous

;

'WBS119G03 "Tan Teased < 1% Chrysotile i 100% Other
Non-Fibrous : ‘
Homogeneous \

WBS019GO!1 ‘Tan R Teased 1 4% Chrysotile - 96% Other

|
Non-Fibrous }
Homogeneous ‘

WBS019G02 .Tan WTeased I < 1% Chrysotile i 100% Other

Non-Fibrous
Homogeneous

—

WBS019G03 Tan ‘Teased? I < 1% Chrysotile ~100% Other
Non-Fibrous 1

Homogeneous

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

\
- A, e
Carlos D. Salinas Approved
Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 1
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Arbor, MI San Mateo, CA Smyrna, GA UrGenanors, NC. - HOUStom, 14—
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609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 3136636810 415-570-5401 404-333-6066 910-297-1487
Ecology & Environment, Inc. Monday, April 07, 1997
11550 Newcastle Ave. #250
: 71142
Baton Rouge, LA 70816 Ref Number: TX9
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
NONASBESTOS
<EATMEN R s % NONFIBROUS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % N
WBS605G06 [ Tan  Teased [ 2% Chrysotile | 98% Other
| Non-Fibrous \
.Homogeneous ‘
| -
' WBS605G07 Tan "~ [Teased | 2% Chrysotile 98% Other
Non-Fibrous : ;
Homogeneous ‘
'WBS605G08 |Tan  Teased 2% Chrysotile 98% Other
Non-Fibrous < 1% Crocidolite
Homogeneous L
WBS605G09 Tan Teased 2% Chrysotile 98% Other
Non-Fibrous
Homogeneous
WBS605G10 Tan [Teased 2% Chrysotile 98% Other
Non-Fibrous |
Homogeneous 1 }
1 O o ] L
WBS116G01 Tan [Tessed < 1% Chrysotie 100% Other
Non-Fibrous
Homogeneous
Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.
A
Carlos'D. Salinas Approved
Analyst Signatory
Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in fult with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, an

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Monday, April 07, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971142
| POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
\WBS117G01 - Ttan " |Teased < 1% Chrysotile 100% Other
| i
‘ Non-Fibrous ‘ : ‘
; "Homogeneous | ‘
N I S o

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salina
Analyst

Approved
Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM ar TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Analytical Services Center

4493 Walden Avenue, Lancaster, New York, 14086, Tel. 716/685-B080, Fax 716/685-0852

International Specialists in the Environment
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SAMPLE
gwaswsc»m

WBS185G02
WBS165G03
;wgswsem
WBS185G05

[

'WBS117G02

Also, °# of Layers” refers to number of separable subsamples.

L CareMeda WY Masbanas ¥7
(31X B¢ 1 212-290-000
Ecology & Environment, inc.

11550 Newcastie Ave. #250

Baton Rouge, LA 70816

LOCATION

Satitia, WA
20153 M7

Axn Arber, M1
130

Sau Mates, €A
(1220 )]

Smyrea 64
[ 2.0 ]

Wednesday, April 09, 1997

Srosushers, NC
9163071087

Bosttn, 71
713400968

Ref Number: TX971176

Project: 020601 WESTBANK ASBESTOS

g tn
| Non-Fibrous
| Homogeneous

j Tan
i Non-Fibrous

Tan
Non-Fibrous
Homogensous

] Tan
Non-Fibrous
Homogeneous

! Tan
Non-Fibrous
Homogeneous

APPEARANCE

SAMPLE
TREATMENT

B 'Teasad
» ;Taased
Teased
Teased
éTeasad

Teased

|

% TYrE

2% Chrysothe

4% Chrysotile
< 1% Crocdoite

None Deto&d

2% Chrysotile

< 1% Crocidolite

-

2% Cheysotie

< 1% Crocidolite

" 2% Chrysotile
< 1% Crocidoite

e

NONASBESTOS
% ‘ FIBROUf NONFIBROUS
' % Other
% Other

00% Oi?er

98% Other
98% Oth

938% Other

\
Comments: For all obviously hetsropenaous samples easily saparated into subsamples, and for layered samples. each component is ana!yzt separ*ty.

Carios D. Sdlinas A
Analyst

.

A

=
327

J

/7
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Ecology & Environment, inc. Wednesday. April 09, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971155

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASQESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

33020G01 Brown ‘Teased < 1% Chrysotile ! 100% Other

| Non-Fibrous f
 Homogeaneous

BS116G02 - Brown Teased ‘ None Detscted 100% Other

i Non-Fibrous
]
‘Homogeneous

+35116G03 Brown Teased Nona Detscted | 100% Other

Non-Fibrous
i Homogeneous

35121G01 : Brown Teased - 2% Chrysotite : 93% Othor

iFibrous
‘Homogeneous

‘Brown ‘Teased < {% Chrysotile : 100% Other
“Non-Fibrous ’
Homogenaous

% 35121G02

. 15121G03 iBrown Teased " < 1% Chrysotila : 100% Other

_Non-Fibrous
- Homogeneous '

«.nments: For all obviously heterogeneous samples easily separated into subsamples, and for layared samples, sach component is analyzed separately.
Jug, "# of Layers” refers to number of saparable subsamples.

Arthur Hemandez Jr

-

Approved
Signatory

Disclanmecs: PLM has baon known 10 miss ssbeatos €1 & small percentage of anmples which oM asheios. Thus negalive PLM reauits carnot be

guaraniead. Fiodr lies ng wipes snoukd DO feated with skhar BEM ot TEM The above tast repart rélaiss 00l (0 tha dems lested Thix report may 1
only ba raproguced in il with weittan 2poroval Dy EMSL. The above tast must nol be u3ed by the cient 10 CHWM Droduch sndorsement by NVLAP

N0 rry Bgancy of the United Siates Government AN “NVLAP® reports with NVLAP logo must contsin st lesat 0re 31gnstas 10 ba valld Labore(ony

» 00t raspOnabie for (he s0CUracy of results whon requatad (6 physically separale and analyze layersd samples.
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Ecology & Environment, Inc. Wednesday, April 09, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971155

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASDESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
35121604 ' Brown Teased 2% Chrysotile 98% Otner
Fibrous < 1% Crotidolits
.Homaogeneous '
15121G05 Brown Teased < 1% Chrysotile 100% Other
i Non-Fibrous
Homogensous
38121G06 | Brown Teased <1% Chrysotile : 100% Other
: Non-Fibrous < 1% Crocidolite
" Homoganeous :
wWesH8aoz , ' o '
I STI7G02  Brown Teased < 1% Chyrysotile 100% Other
i Non-Fibrous ; '
i Homoganaous
38118G02 ' Brown .Tgased < 1% Chrysouk; » : 100% Other
- Non-Fiorous
‘Homogeneous
1S020G02 Brown Teased | < 1% Chrysotils 100% Other
gNon-Fibrous

: Homogeneous

aments For all obviously heterogeneous samples easily separated Into subsamples, and for layered samples, each componant is analyzed separately.
2. ¥ of Layers” refers to number of separable subsamples.

Arthur Hernandez,

Approved
Andlyst

Signatory

Olsclaimars: PLM has besrnt KAowrn fo mas asbestod in 8 small percentage of samples which contsin ssbestos Thus negetive PLM rasuits caanot be

guerantaad Floor t1es wxi wipes shoukd De 10310 with eiaher SEM or TEM The s0ove et report reistes only 16 the tomsy tesisd This 1eport may 2
only be reproduced n hull wih written spproval by EMSL The sbove test must not be used by the client 1o Haim product sndor sement by NVLAP

NOF Bty agency of the Unted States Govemment Al 'NVLAP' repons with NVLAP logo mukt cortain #! }ast 018 sigrature o De valk Labaratory

9 00( rasponsble for the acouracy Of 7esuls when requested (0 physicefly 860818 it analyze iy erss samples
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Towmenl ¥)  Pecsawny, 1 CareMese Y Washerua XY Fotiie. WA AnaArher. M1 Ban Mates, CA mpres, 84 Sraonshers, ¢ Sonetes, T

208 2634000 o n) 00 §16997 TOH1 252 2909082 20 D 11BN 41467044001 #4350 910207 187 713008268
Ecology & Environment, Inc. Thursday. April 10, 1997
11550 Newcastie Ave, #250
Baton Rouge, LA 70816 Ref Number: TX%71187

L D LIGHT Y (P
P /,)(U”L,q’\ POLARIZED LIGHT MICROSCOPY (PLM)
£ /
Y [

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS %  NONFIBROUS
WBS167G01 Tan Teased None Detscted 100% Other
Non-Fibrous 5
Homogeneous
WBS187G02 Tanb Teased None Detoaed 100% COrner
Non-Fibrous
Homogeanaous
WBS187G03  Tan Teased 2% Chrysotile : 98% Other
[ Non-Fibrous
Homogeneous
WBS167G04 "Tan ‘ Teased < 1% Chrysote 100% Other
‘Non-Fibrous :
‘Homogeneous
\:VBSOQ2'° 'Tan Teased 2% Chrysotile 98% Other
' Non-Fibrous - < 1% Croeidolite :
“Homogeneous :
;vssozzmz iTan Teased . 2% Chrysotile 98% O&\er
‘Non-Fibrous © < 1% Crocigolite

Homogeneous

Commants: For all obviously heterogeneous samples easily separatad into subsamples, and for laysred sampi i
‘ es, each com
Aiso, “# of Layers” rafera to number of saparable subsamples. Y ? ponentis analyzed separately

Carlos D, Salinas

Analyst Approved

Signqgtory

Oucinimers. PLM has hean known (0 mias asbestos 1 @ small percentage of semples which 1
1 comsm asbesrds Thus negative PLM Ita Capnwt
Quarantsed Fioor Hes NG wiDes shoutd DY 1asted wah sther SEM o TEM The sbove 183t rapont retates only 1o the n-?n.- ;u\w. ‘;;\qur:p‘::'xyw
only be repriaduced in full with writier spprovat by EMSL  The above 18t must not be used Dy the chanl to claim product endorsement by NVLAP !
:’lof oy 804nCy of the Uniled States Government Al "NV AP reports with NVLAP logo must contein #t least one signatu e 10 be vahd Laboraiofy
§ N0 4pONgIDIG for tho ACSLFBCY Of fB3UN3 wheil :asLasied (v physiuuly s8parate 3nd gnawy2e eywred samples
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Wetmont, ¥)  Macatewny, W) CarleMece WY Nasbattan WY Sowtsle, WA Ann Arowr o1 Sau Mates, (A myrap, §4 Sresnshers, IC fioustss. TX

00258 400 908 8 1 8550 $19-007 7281 212 2900062 M3.233 907 1138628010 £16870 8808 84 s 10297 1687 713 68 3638
Ecology & Environment, inc. Thursday. April 10, 1997
11550 Newcaostie Ave, #250
8aton Rouge, LA 708146 Ref Number. TX971187

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS159G01 “Tan Teased < 1% Chrysotiie 100% Other
Non-Fibrous
-Homogeneous
WBS159G02 Tan Teased < 1% Chrysotile 100% Other
; Non-Fibrous !
WBS159G03 Tan Teasad None Dstected 100% Other
'Non-Fibrous :
Homogeneous
WBS113G05 Tan Teased 2% Cheyactile " 98% Other
: Non-Fibrous ’
-Homoganeous
| WBS084G01 ‘Tan Teasad " 2%Chrysotile 98% Other
' Non-Fibrous : < 1% Crocidoiite
WBS084G02 {Tan Teased . <1%Chrysotile 100% Other

Commants. For all obviously hetsraganeoys samples easily separated into subsamples_ and for layered samples, each component i3 analyzed se
. . arately.
Also, "% of Layers™ refers to number of separable subsamples. g g P Y

Carlos D. Salinas

Approved
Analyst

Signatory

Dincipimers: PLM has boan known to miss s¥bostos i a amab percemage of samples which cortakt asbesron. Thyus negative PLM resuits cannol be

Quarantsed Fioor lies SN0 wipas should be 1estad with sther SEM or TEM The sbave st report relates only to the #ems tesied This rapent mey 2
only ba reproduced in Uil with written approval by EMSL The sbove 1t mult not b Used by the dhent 1o claim product snasement by NVLAR

nOr ey RONCy of the United Stmas Government AN "NVLAP raports withn NVLAP logo musi cantsin 8t lesst one NEEe 10 be vald Laboratory

16 0ot responsibia for the accuracy of risults when requesied 16 physically sapsrete anc ansiyze laysrad Lamples.
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Ecology & Environment, Inc, Thursday. Aprit 10, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971187

- POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS HONASBESTOS
SAMPLE LOCA TION APPEARANCE TREATMENT % TYPE % FIRROUS % NONFIBROUS
IWB5160G01 ran Teasad < 1% Chrysotile : 100% Othar
Non-Fibrous :
Homogeneous
WBS160G02 Tan Teased < 1% Chrysotde 100% CRher
Non-Fibrous
Homogeneous
WwBS5160G03 Tan . " Teased None Detected 100% Other
Non-Fibrous '
Homogenaous
WeS180G04 Teased < 1% Chrysotile 100% Other
Non-Fibrous
Homogeneous
'WBS160G05 Tan Teased © 2% Chrysotie ' 58% Other
Non-Fibrous
Homogensous
WBS120G01 Tan Teased < 1% Chrysotie : 100% Other

Non-Fibrous
' Homogeneous

Comments: For all obviously heterogeneous samples easily separated info subsamples, and for layered samples, each component is analyzed separatety.
Also, "% of Layers” refers 10 number of saparable subsamples.

Carlos D. Salings Approved
Anailyst signatory
t
Dwcisimers; PLM ngs beén kown 10 miss a3 i 8 SMal Sorcantage of SaMpies which coMan asbestos. Thus negaiiva PLM resulls carvot be
guersrided Floor tilgs and wipee should be testod with either SEM or TEM. The above 194t ~epnrt relates anly 0 1o Rams 18stag. This repont may 3
only be reproduced n Ll with written aopcove! by EMSL The sbove lest must nol be used Dy e clent (o claim produc! endorsement by NVLAP

nor any aQency of the Unied Stetes Governmant. Al “NVLAP~ reports with NVLAP logo mus? COntarn 8t sl ona ngneturs 10 be vahd. Laborglory
i8 NOL reaponsidie 10r the suturecy of results whan raquesiad 1o physically ¥8parnte and analyTs iydred sampiles
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Seunam U Facastawsy. B Coris Pusee XY Mxahattem WY Seastie. WA A Arver, M3 Sas Raten, C4 amyrea, 0 Gcopwabors, 90 Ssustes, TX

00053 4000 b2 2 E ] S1807.7181 1yt 2 4 28238007 3103509810 HEEREm -ian 390297 347 71-000-008
Ecology & Environment, Inc. Friday. Apit 11, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 - Ref Number: TX971193

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS173G01 Brown Teased 77 < 1% Chrysotile e 100% Other '
Non-Fibrous : l
Homogeneous
WBS168G01 ' Brown Teased < 1% Chrysotile v 100% Other
' Homogeneous
H i
WBS854 ‘White Teased  <1%Chiysote 100% Other
'Noa-Fibrous : i
Homogeneous i
i
WBS168G02 ' Brown Teased < 1% Chrysotile : 100% Other
Non-Fibrous ‘
"Homoganeous
WRS189G01 Brown Tessed < 1%Chrysotia 100% Other
-Non-Fibrous :
WBS169G02 iBrown Teased "7 None Detected 100% Other

Commants: For all obviously hetecogenaous samples sasily separated into subsamples, and for la
, yered samples, each component is analyzed separately.
Also, “# of Layers™ refers to number of separable subsampies. P Y porEiey

el

Arthur Harnandez, Jr.
Analyst

Approved
Signatory

Discisimers: PLM has hasn known (0 miss ssbssios n # tmak parcentags of semplés shuch oomimin mehestos Thus negative PLM resuits cennct be

QuUIreniend Fioor 8s and wipes 3houk e 183160 with sither SEM or TEM. The ebove 18t raport reiatas only 1o the fems jested This repon may 1
only ba reprocuced 1 Iull with writien approvel by EMSL. The above taat must not be used Dy Ine clent t0 Claim produc! endorsemant by NVLAP

NOr Bty BGENCy of e United Siates Government Al NVLAF™ raports with NVLAP 1ogo must contaln gl lasst 0ne snature to be valia. Laboratory

B NOt F8APCEIRIDIS KON e SISty of resuls whar requesied (o physically sepwele end analy?e isyersd samples
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Ecology & Environment, Inc. friday. Aprit 11, 1997
11550 Newcastie Ave. #250 :
Baton Rouge, LA 70816 Ref Number: TX971193
M"( 41, " POLARIZED LIGHT MICROSCOPY (PLM)
6/\ ‘{,‘L"‘ a § / : e
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASRESTOS
SAMPLE LOCATION APPEARANCE TREATMENT * TYPE 3 FIBROUS % NONFIBROUS
WBS169G03 ‘Brown  Teased | 2%Chrysotie | 98% Other
: Fibrous ‘ < 1% Crocidolite i
| Homogeneous i
WBSB0G01 ‘Brown Teased < 1% Cheysotie 100% Otner
-éHomogonoous i
WBS80G02 Brown Teased | < 1% Chrysotite 100% Other
i Non-Fibrous ;
' Homogeneous : i
: E é
WBS80G03 'Brown " 'Teased < 1% Chrysotile ‘ 100% Otner
iNOﬂ-FibeU! : §
‘Homogeneous i |
‘WBS160G06 | Brown | Teased  None Detscted 100% Other
| Non-Fibrous ‘ , ‘
| Hormogeneous : ‘
i !
WeS022/023 ‘Brown Teased 3% Chrysotile ’ 97% Other
-Fibrous : i
i Homogeneous
Comments: For alf obviously heterogeneous samples easily separated into subsamples, and for fa d i {
Also, “# of Layers” refara to number of separabla subsamples. riayered samples. each component is analyzed separateiy.

/ Approved

Signatory

Arihur Hemandez., Jr.
Analyst

Diaclaimans. PLM hes Desv known to mias 3308808 & #mall percatage of sampies which contain sabestos. Thus ne

uersased Fw:mwmsmummmmmseuuvex,m-mmrwmwwmnmnwt:ng;;u:‘mxr

ony be repraduced in full with written approvat by EMSL mmmwmmwwhmwmwmmwbywr 2
100 ANy agency of the Unfted States Governmant All "NVLAP 19008 with NVLAP logo must conlsin at ieast one 5igrature 10 be vald Laboratory

& ngt respanabie for the ecrurecy of (asults wher requesied to physicslly s80are and wnsty2s leyarss samples




#4/11/1337 14:31 7136863645 EMSL TEXAS PAGE 94

Westmant. ¥J Mecalsmag, N SarvePiaee WY Mashartiaa NY Seacts, WA Ana Arbw, W San Kadwe. CA Sayraa, A Sromebers, K¢ Saemes, TX
[ 2 % [ % 3¢ -] $14007.T81 L2008 108273 9007 e ity 2 alusas (3 1 3t -4 7134080006

Ecology & Environment, Inc. Friday. April 11, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971193

POLARIZED LIGHT MICROSCOPY (PLM) -

Project: 020801 WESTBANK ASBESTOS

SAMPLE ASGESTOR NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS

'WB5022/023G0 ‘Brown ”-wiTeased T T i% Chysotile ¢ ' 100% Other
‘4 iNon-Fibrws :

| Homogeneous
WBS022/023G0 |Brown Teased T <% Chrysotile 100% Other
8 : Non-Fibrous :
: | Homogeneous : ? f

i : i :
'WRIS022/023G0 EBrown Teased | <1%Chrysotle | 100% Other
6 | Non-Fibrous § !

;Homooonoous

i

Commaents: For all obviously heterogeneous sampies easily separated into subsampies, and for layered samples, each component is analyzed separatel
'Abo‘ "# of Layers® refers to number of separable subsamples. Y P v

i

. / Approved
Analyst pprov

Arthur Hernandez, Jr
Signatory

Oiaplwimars: PLM Nes DON kNOWN 1o mns a3besioR in & small percentage of sampias which conteln asbesios Thus negative PLM resutts can

QUArEMEsd. Floor blea 3nd wipes Shouid b testad with either SEM or TEM. The above teat report rlates only (o the tems tested Thlnpotl:zy“ 3
only be reproauced N full with writtan spproval by EMSL The abowve 1ast Must Not be usad by the chent 10 claim product endorssment by NVLAP

nor any agency of e Urvied States Govemment. AX “NVLAP” reoarte with NVLAP kaga must contain & I8est 0ne sxgnature 1o be vaiid, Laborstory

s ot 19000MDie for the accLracy Of ety when fequosted 1o physically separsle snd snaly?e isyared sampies
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SAMPLE
WBS176GO1

WBS176G02

WBS176G03

WBS170G01

WBS170G02

WBS170G03

#0895 2650 $16.007 T} mNae 203.233 0007 113085800

Ecology & Environment, Inc.
11550 Newcastie Ave., #250
Baton Rouge, LA 70816

Socn Maten, €4 Smyrus, 84 [

L L n

(112 62 ] S as "1 7154000900

Monday,

April 14, 1997

Ref Number: TX971223

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 WESTBANK ASBESTOS

SAMPLE
LOCATION APPEARANCE TREATMENT

Tan Teased
Non-Fibrous
Homogeneous

' Tan Taased
: Non-Flbrous
' Homogenaous

"Tan Teased
{ Non-Fibrous :

!Tan ;Teased

._ Tan ) :Teesed
:Non-Fidrous
:Homogenaeous

) H
‘Tan “Teased
iiNon»Fibmus -

; Homogenaous

ASBESTOS
% TYPE %

2% Chrysotile
< 1% Crocidolitg

I
b

< 1% Chrysotil1

< 1% Chrysotile

<1% Chrysotle |

Cm——— 3

< 1% Chrysctile

—— e A

< 1% Chrysotihm

NONASBESTOS
FIBROUS % NONFIBROUS

98% Other

100% Other
|
]

103% Otnher

100% Other

100% QOther

100% Other

Comments: For all obviously haterogeneous samples easily separated into subsamples, and for laysred samples, sach component is analyzed separately.
Also, "8 of Layers” refars to number of separabis subsamples.

Carlos D. Sdlinas
Ancalyst

Approved
Signatory

Diacimmery PLM has Daen Krown 1o Mias aybosxios n 3 small parcentage of semples which contein asbastos Thus negatve PLM results cannol be

- .

N&LMMLuw&AwnwovmyEMSLmmwmmuuuqbymmvommemornmm by NVLAP :
nor 8Ny agancy of the Urded Statss Gavemment Al "NVLAP" reports with NVLAP lago must condain st least one signeture to de valid Leboratory
18 Not respongibie for ihe sctaracy of remits whan reqLEREd 1D DY SICATly $8D4IIS 8nd ShalyTs Bytred samples
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Wontment, B) Pocatawny. W) CurlePaoe. ¥Y  Maahattas NY Seatrle, WA AsS Arter. W Sam Matws, CA Suyrea, M Oreanthecs, NC Rousten, T
605388 4000 04 5 1 g8 (3.2 (& 1 1290002 03233 0087 bt 2 ) ) ULINE) [ 22 ] plle AY 7138883835

Ecology & Environment, Inc. Monday, April 14, 1997
11550 Newcastie Ave. #250
Baton Rouge. LA 70816 Ref Number: TX971223
M"’( . POLARIZED LIGHT MICROSCOPY (PLM)
e Y

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SANPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
'WBS076G01 T Teased 77 None Detected o 100% Other
Non-Fibrous :
!Homogonoous i
WBS076G02 Tan Teased | <1% Chrysotile | ' 100% Other
Non-Fibrous ' ' :

: Hormogensous

Comments: For all obvisusly heterogeneocus samplas aasily separated inte subsamples. and for iayered samplas, aach component is analyzed separately.
Also, "# of Layers” rafers to number of saparabla subsamples.

Carios D. Salinas Approved
Anclyst Signatory

Dinclaimers: PLM nas bedn Known t0 miss asbesios n 8 svall porcentage of samples which contsin Jsbestos Thus negatve PLM results canngt te

Querantead. FIO0r 1568 NG WIDE $10UKD De tested with aiher SEM or TEM. The sbova tewt report reislas only 10 e fiems 1ested This report may 2
only b reproduced m fukl with written aperovel by EMSL. The above test must ot e used by the Al 1o claim procuct sndarssment by NVULAP

"or Bty eginy of the Unitad Mates Govamment AN "NVLAP" reports with NVLAP 1690 must contain ! least one signatize 1o be veid. Laboretory

8 POt respOnbie for the scturecy of results when requestied 1o phyaicelly Seprats end aNeiyze BYWed sempies
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§, ecology and environment, inc.
. Angiyticsl Services Center
4493 Wakien Avenue, Lancaster, New Yorx, 14086, Tel. 715/685-B080, Fax 716/685-0852
fnlamanone; Specialers n e Envianment CHAIN-OF - cusroov nEcono
Project Noﬂ 3 Proiect Nams: . Pfomt mr ~
0206@ i | Nestbank A’S’uyﬁv Teoy N&am
Fioid Team Usader:
AN Roca
SAMPLE \ NUMBE
Zistation ATE | TME @ LE INFORMATION STATION LOCATION oF J
NUMBER g = : CON-
8 _E « EXPECTED COMPOUNDS {Concentrstion)® TAIMERS
X Bsbercta (L) F X
X | !X \
X X (
X I iX {
X .4 ¢
X I iX .
. ] )(
X ¥ X {
> a .
/ N% E,Z
\ ¢
. —
m&m %!:J %‘0 q TRoprrgpd By - fwlp 7 | Ralinquished By: (Signeture) sie/ Thme: Recaived By (Signature) Ship Via:
Retinquished Tv: {Segnature) Dml‘ﬁm ‘ina * [Signarure) Relinquished By: [Signature} Dete/ Time. Received By : {Signasture} Fe é
BL/AITON N
Retinqutshed By: (Signsture) Dare/ Tirme: Received For Laboratory By: RAstinquished By: (Signature)} Date/ Time Received For Laborstory By:
{Sipnature} ISignaturet a o &
Bistribution: Orginal Accompenies Shipment: Copy to Coordinator Fiedd Files
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[ Sayrea Qresmshars. WC Baustes. TX
e 2oeR]  Mecsmwsy W) CuePaee KT Neshutaa T beaie WA Anadrboc, i San Matea CA unu: I 1487 715883488
4 . - PRI, 212 2904002 201310007 amaun ussnsal
Ecology & Environment, inc. Tuesaay. April 15, 1997

11550 Newcastie Ave. #250
Baton Rouge, LA 70816

Ref Number: TX971241

. POLARIZED LIGHT mqaoscogfigpw)

\/ b CM‘{ifec) 3d

Jordabase Project: 020601 WESTBANK ASBESTOS
NONASBESTOS
SAMPLE LOCATION APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
J  30220023G0 . Tan  .Teased " < 1% Chrysotils | 10§% Other
| “Non-Fibrous ! | 1
- Homogeneous :
- - — B \
S sseea02360 Yan Teasad < 1% Chrysatile . 100% Otner
; ’ { Non-Fibrous ~ !
- Homogeneous i ;
) [}
d o as170603 ran " Teased < 1% Chrysotia i ‘wo%om,
| ' ‘Homogeneous ‘

—————

l
i

i ~-nments: For all obviously heterogenacus sampies easlly saparated into subsamples. and for layered samples, sach component is gnalyzed separataly.
‘ 3750, ‘¥ of Layars” refers 10 numbar of separable subzamples. ‘

‘ prove
nato

Didsciamars. PLM has bean known 10 Miss asbestos in a amal percentsge of sumplas which contan asbesios. Thua regative PLM rasyits canngt be
ENVL

Carios D. Salinas
Anaqlyst

only b8 reprocuced in Al with written approval by EMBL. The sbove taet must not be ussd by By chant to clesm product snaorEemant
NOr any agancy of tha United Slates Government Al "WVLAP™ reports with NVLAP i0go Must contein at mast one sgrstre 19 e va

QuUaranteed. Fioor tiles and wipss shouid be tostad win ather SEM or TEM. Tha sbove 8t report reistes only to the Reme tested Th may ' 1
AP
ory

8 Ot responsible for the sccuracy of results when requested to physically aparste and INelyze imyered tamoies ‘

v




ology and environment, inc.

Anaiytioal Services Center

4493 Walden Avenus, Lancaster, New York, 14086, Tel. 716/685-8080, Fax 716/688-0852

& lats in the

CHAIN-OF -CUSTODY RECORD

I BPRYY. = 5 i

Page LO' / .

e e 1 v g e '

Project No.: Project Neme: é / Project Mlm;ger/ A .
‘ széd; West wé ’/917‘(0)“ /[rey éf‘f/d«
S-mpZn: {Signatures) Fietd Team Leader: / <
/ﬁ . ;WL ﬁ——w/q‘( ( oy "PC// - l REMARKS
Y ks -  SAMPLE INFORMATION / NUMBER 4
STATION | ou7e | TiME § I STATION LOCATION oF ‘
AHE EXPECTED COMPOUNDS (Coposntration)* £ A4 Tu s
wue
|y A 10| X /%%/M L) X &- 08 2FIE
w
L “fl 251X X £-L¢ 3383/
1w
] i pes| X v i , §-@f 5732
. ) r
- 2
T
\\ \ S * Gt // .
™ — T~ L .
[~ - — ™~ =
SR )
-~ ]
Relinguish Jete/ Time: Received By: (Signature) Relinquished By {Signsture) Date/ Time: Received By: (Signature) Ship Via:
sty 40 s
Retifquished By: [Signature) Date/ Time: Received By: (Signature) Relinquished By (Signature) Date/ Time: Received By: (Signature) : € X
ﬁ ' - : BL/Airbiti Number: Date:
Relinquished By: {Signature) Date/ Time: ‘Rs?::i.::dr:;or Laboratory By: Relinquished By: {Signature} Date/ Tirne: (?::i:‘eudmr;or Laboratory By: : zz257 ?3,{ ? x:/ ‘/M;
Distrib : Original A penies Shipment; Copy 1o Coordinstor Field Files . 0571194
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Sectmeet. WU 1M10IJ Curle Paae, MY IMI.I! Senttie, Wi Asx drber. B8 Hate, m“ Srsumbece, Banston.
"o 187 713488 3608
[ 2 -2 ] 0.0 | 050 Sie-vlr 1AL 217 2000862 203-£58-0007 330000 ALE06M “an

Ecology & Environment, Inc. Wednesday, April 16. 1997
11550 Newcastle Ave. #250 .
Baton Rouge, LA 708146 Ref Number: TX971243

POLARIZED LIGHT wcnoscoéﬂr (PLM)

Project: 020601RAGI WESTBANK ASBESTOS

ASBESTOS NQNASBESTQOS
A THED ROUS % NONFEROUS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % F8
WBB546G01 ray ' Teased ' 25% Chrysotile : 75% Other
Fibrous '
Homogeneous
‘\WBB546G02 Ten - Teased 3% Chryao‘u:h. i ' 63% Other
Fibrous 2% Crocidolite
Homogeneous ,
'WBB547GO01 Tan Teased None Detected ' 100% Other
Non-Fibrous :
| Homogenaous ,
-WBBS47G02 .. Grey Teased 40% Chrysotile o 58% Other
Fibrous 2% Crocidokits
' Homogeneous !
WBBs47Go3 Grey T Teased 45% Chrysotil; ) ? ' 55% Other
_Fibrous ’ < 1% Crocidolite =
Homogensous |
WBB547G04 Gray Teased [ 22% Chrysottie 78% Other
.Fibrous < 1% Crocidoite

‘Homogenedus

Comments: For all obviously heterogansous samples easily separated into subsamples, and for layered samples, each component is snalyzed separataly.
Also, "# of Layers™ refars to number of saparable subsamples.
1/"/( /4 (4

o, 7 . /i
J&QQ/{ /

Carlos D. Salinas Approved
Analyst Signatory

Dscigimers PLM has beon known 10 miss 43De08 In § smek par of sampies whuch cOntiin SA060e. TR Na0tivae PLM resuly cannot be

GUAranised. Floor 1098 and wipes snoulkd v texted with siher SEM or TEM. The stove sl repant reates ondy (o the items iested Tha repon may H
Only D8 FEPTOAUCED n Rt WRN writton approval by EMSL. The above test must not ba used by the chent 1o clam produci endorsement by NVLAP

nor any sgency of the Unied Bisies Governmant, Al "NVLAP” reporis with NVLAP 1600 must cortsin &t wast one signature 10 be vd Lebarsrary

s not responaible for the scuracy of rasulls when equsstnd 10 physicelly JSOIrals w1 AN Ieyered sampias
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PAGE 93

SAMPLE
. WBB547G05

~ WBBE54GO!

N WHB854G03
"~ WBB890G01

iWBB918G01

Ecology & Environment, inc.
11550 Newcastie Ave. #250
Baton Rouge, LA 70816

'n--.u Pocotawny. ] CarieMasd NY  Wamhaitas, §Y Sumitie, WA Axz Ardm. S Sam Natss, L4 fpens, 8 Srombere, W
- 4080059000 S14-407.728) Ep 2. L 3932530007 Fite 2 ) asmia s 7187

Wednesday, April 16, 1997

Sencgn, 7X
TI-IEIE0S

Ref Number: TX971263

POLARIZED LIGHT mcndsc_':gei('_(nu)

Project: 020601RAGI WESTBANK ASBESTOS

SAMPLE AS8ESIOS
LOCATION APPEARANCE TREATMENT % TYPE %
G- ETEased % Chrysohle -
on-Fibrous
lomogenacus 1
Tessed Nore Detected
Non-Fibrous
Homogensous |
Teased None Detected |
Non-Fibrous I
Homagenaous
;Teﬁsed N°n° R
Non-Fibrous Detected
Homoganeous
Teasad "7 ¢ 1% Chrysotile
Non-Fibrous
Homogeneous
.Teased o “33;( Ch,ym":*““ N

[

Analyst

Discisimers: mum-wmwmcmamhomﬂ%d

gvarentesd Floor tilee and wipes should bs tastod with sither SEM or

NONASBESTOS

FIBROUS

% NONFIBROUS
86% Other

100% Other

100% Other

100% Other

100% Other

65% Other

Comments: For gll obviously heterogensous samples easlly separated into subsamples, and for layered samples, sach component is anatyzed separataly.
Also, "# of Layers” refers to number of separable subsamples.

Carlos D. Salinas

Approved
Signatory

sampios which cardsin esbesios. Thous negetive PLM results cannot be
The above tes! report relates only 10 the Aerns tested. This repon may

only be reprtduced v ful with written spprove! by EMSL. The above 18t muet not Do ussd Dy This Skt o clisim product enaorsement Dy NVLAP 2
nor any 3Qency of the Unied Bialss Govemment. All “NVLAP reports with NVLAP foga must contein st weat 0ne signature to be velid Leboratory
is not respongibie for the 3CaERCY Of reRUls when requested 1© phybioslly teparste snd snalyze leyered sempies




- ecology and environment, ine.

Anslytical Services Center
4493 Walden Averwe, Lancaste:r. New Yock, 14086, Tel. 716/685-B080. Fax 716/685-0852

iniernanonal Specielists in the Enwronment
CHAIN OF CUSTODY RECORD —I)qui%g

Project No.: Project Narne: thct Manager :

fﬁ%ﬁ.&' WCS*bamk Asbestos TROY Naguin

Sampiers: Fiold Team Lesder:

\1E Q Larcy Roed|

SAMPLE INFORMATION

NUMBE R

STATION LOCATION OF N/,
CON-

EXPECYED COMPOUNDS {Concentsstion)* TAINERS

Asbeshs (1)

STATION
NUMBE R DATE | TIME

Sp9EIRSETL

COMP
LA | PN |GRAR

AlR

WRS Pyt
S¥ego( | 9F {010
w38

>
Sirao P53 J13>

(32
iD43
e 4 1047
oc) ¥ |icga

&3 IS
120
- 1S
BY2 luyg

Foean| L |use

Rglinlyslihed By - (Signatars Time: wed By <smmq q’f Relmauished By . (Signature) Dets/ Time: Recaived By |Signature) Shio Via:
7@5‘? /2% 2 7
elinquished By: (Signature) \ Date/ Time: ived gneture) Relinquished By: (Signsture) Date/Time: Received By: (Signature) é

R A—
BLIAirbsti N

Y
I
f
% .

e R e e el e Yl e

g
)
< N P PE P e XK

¥
¥
v

~y

b(\

Retinquished By: {Signature} Date/ Time: Received For Laboratory By: Relinquithed By: (Signature} Date/ Time: Recsived For Laboratory By:
1$.qnllunl [s.'n,mrc) Qgs_ .

Disteibution: Original Accompanies Shipment; Copy 1o Coarginator Field Files
*See CONCENTRATION RANGE an back of form.
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Lok 1157 G5T

Wetnar, 1)

SAMPLE

Was082G01

WBS171G01

-‘WBS158G02

WBS158G03

WBS 158G04

Pucatsway, k) CordoPiasg Y Mashatas, ¥Y Seatiis. WA Ans Arser, M1 San Mates. CA tmywsa, B Sremebers. M Souseen, 11
-u-an s 1400 14401 TR 2152000082 243.233-8007 N NN HHITI M) e [): % -BY o 712400305

Ecology & Environment, inc. Wednesday. Apfil 16, 1997
11550 Newcastle Ave. #250
Baton Rouge. LA 70816 Ref Number: TX971264

- POLARIZED LIGHT MICROSCO?Y__(PLM)

Project: 020601RAGI WESTBANK ASBESTOS

NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
rown Teased | < 1% Cheysots 100% Other
on.Fibrous '
Homogenoous
Brown Teased { < 1% Chrysotite 100% Other
Non-Fibrous
Homogeneous
Brown Teased 2% Chrysotile ﬁ 98% Other
Fibrous :
Homogeneous
Brown B ‘Teased < 1% Chrysotile ' ] 100% Other
Non-Fibrous {
Homogeneous :
Brown Teased  <1%Chrysctie 100% Other
Non-Fibrous f
Homogeneous
Brown Teased " None Detected 100% Other

Non-Fibrous
iHomogeneous

- P . I

Commaents. For all obviously heterogeneous sarmples easily separated into subsampies, and for layerad samples, each component is analyzed separately.
Ao, “# of Layers” refars to number of separable subsamples.

Approved
Signatory

Disclaimers. FUM has been kndwn 1o miss aabesion in 3 small parcsntigs of sanples which contal asdesos. Thut nagative PLM rs3ults cANNOL Be

Quarantesy. Fioor Hies end widss should bo tested with sither SEM or TEM The sbove test report relnies only (6 the fema lostedt This report may 1
only be reproducad n full with written approval by EMSL The above 1eat must not be usad by the clent to caim product sndorsement by NVLAP

nor ary agency of the Unded Siates Gevernmant. All 'NVLAP raparts with NVLAP logo musi contain #t least one sigrature to be vkt Lanoratory

1B NOL raspONSDY for the Bcturedy of casults when reQuestad (o physically stparsie and snanyze leyersd tamples
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Ecology & Environment, inc. Wednesday, April 18, 1997
11550 Newcastie Ave. #250 ;
Baton Rouge, LA 70814 Ref Number: TX971264

et

. POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FiBROUS % NONFIBROUS

Homaogeneous ' (

SAMPLE
A -5"“""‘""'"”" " feased ' <1%Chysotle | © 100% Other
. | Non-Fibroys 1 f
: i

Comments: For all obviously heterogenacus samples easily separated into subsamplss, and for la :
. sred samples_ each com,
Also, “# of Layers” refers to number of separable subsamplas. t4 ples. each component is analyzed separately.

Arthur Hel dndez, Jr.-"
Analyst

Approved
Signatory

Discigimers: PLM has bean krown 1G miss 068108 i1 § $mad percanage of sampiss which Contein Asbastoe. Thos

f . tve PLM result
m.Pwmomwnmwumwmmm«nummwmmawnmn:?n.n:mu. Th:ur:p:fnxyb.
wumhummmlbyEM§L The ebove el must nol be veed by the cllent o alaim product sndoresment by NVLAP ?
mwwwmmmmm Gavarrment Afl ‘NVLAP™ 140008 with NVLAP 100 st comtuin &t 1908t 018 $5n&tuss 10 be valid Laboraiory

18 not reapcrisibie for the scqurecy of results whan requasiad o physically ssperste 800 aney2e Mysred samples.
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t’ ecology and environment, inc.
Anatytica! Services Center
4493 Walden Avaaue, Lancaster. New York, 14086, Tel. 716685-8080. Fax 716/685-0852
intemabons? Speceiists m the Environment
CHAIN-OF-CUSTODY RECORD  —
| K126y
. ot No.: Project Name: Project Manager:
A w‘ﬁfﬂ‘l k/é’.’f 6¢4k 4&5&‘5!0.5 Tr° Y A/‘é“ A
mplecy: -;numJ . Fisld Tean Ldader:
Do 7LD, Ly Zary Rece)
! AMPLE NUMBER
arion] o are | e -y; SAMPLE INFORMATION STATION LOCATION oF Y
JMBER <|& CON-
5— < EXPECTED COMPOUNDS (Concemrstion}® TAINERS
X ov A
) "qa ) T&T Acloesdns (L) Y (2~
~%1 1Y%
b_?t 4 | 5 \L } -
Iyl
:E?El X l h;:_
b2 o e
} — { m:(
3 i — } {
CRl % LN  a 1 ~
P Actpotos (1) [« lg-
#4S (L4 le-
FUSD X { -
a"!mqutsgld By {Signeture} I T R ned By: 1S~gnmnq 15‘617 Relinquished By: {Signature) Date!Time: Received By: {Signature} Ship Via:
Atfininqeiied By: {Signature] Date/ Time: ived By : tSignaturel Relinquished By . (Signature) Dste/ Time: Received By 1Signature) Fed
— [BU/Awtm Nu
"'Tllimnquuhgd By {Signsturel Date! Time: Received For Labaratory By: Relinquished By: {Signature) Date/ Time Received For Laboratory By:

———

- {1Sigpature}

{Signaturel

“ladsas

""’lubunon Original Accompanies Shipment. Copy to Coorginatar Field Files
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NJ NJ  CarlePlace, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX
609-858-4800 ms-ssm;so 5169977251 212:290.0052 203:233.9007 313.668-6810 415570-5401 4043336066 910:297-1487 7136863635
Ecology & Environment, Inc. Thursday, April 17, 1997
11550 Newcastle Ave. #2350
Baton Rouge, LA 70816 Ref Number: TX971275
" POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601RAGI WESTBANK ASBESTOS
SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
 WBS171G02 ‘Bown  |Teased | 20% Chrysotile 80% Other
’ Fibrous ‘ < 1% Crocidolite ‘
‘ Homogeneous ‘
i . , o L - _
WBS171G03 | Brown  [Teasea 40% Chrysotile “ 60% Other
/‘ Fibrous |
Homogeneous \‘
,,,,,, _ S S _ i -
WBS164G01 Brown  Teased | <1%Chrysotile | ~ 100% Other
Non-Fibrous ‘ \
Homogeneous ;
\/VWBS164G02M | Brown Fr;rsed T 2% Chrysotile / "~ 98% Other -
Fibrous | j
J\ Homogeneous ‘
WBS164G03 QBroﬂwTi Teased < 1% Chrysotile : 100% Other
v Non-Fibrous |
Homogeneous i }
AU R L _
WBS174G01 |Brow T Treased 4% Chrysotie 96% Other
Brown T ase ry:
[ Fibrous : ‘
Homogeneous 1

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

i

pproved

Analyst Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze tayered samples.




Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Gr 0, NC X

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713.686-3635
Ecology & Environment, Inc. Thursday, April 17, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971275

P LARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAGI WESTBANK ASBESTOS

Y

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS174G02 ‘Brown ITeased . 2%Chrysotile 98% Other
‘Fibrous ‘ ‘
Homogeneous ‘ :
_ o - - R
‘WBS174G03 Tﬁré&n . |Teased " 2% Chrysotile ‘ ’ ' 98% Other
' Fibrous !
Homogeneous
'WBS863G01 Brown Teased ‘ W<7‘;/T(7)7hrysoitﬁ; 7 ~ 100% Other
Non-Fibrous \ ! ‘
'Homogeneous ’
. S
WBB166G01 |White Teased | None Detected | "100% Other
Non-Fibrous \‘

Homogeneous ‘

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Approved
Signatory

ernandez, J
Analyst

Arthur

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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International Specialists in the Environment
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Trod NeGw N
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Lacvy Reed )
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Retinquished By: {Signature) ate/ Time, Received By: {Signature) Relinquished By: (Signature) Date/ Time: Received By: (Signature) Ship Via:
> 5@@;@1 Y16 ?7 ”
. [ %3 Vl&‘ww &3 _ ‘ \’@
Reling@idled By: (Signature) Date/ Tife: Recflved By: (Sinature} Relinquished By: (Signature) Date/ Time: Received By (Signature)
BL/AIirbill N
Relinquished By: (Signature} Date/ Time: (RS?;r?Q’ti?er):or Laboratory By: Relinquished By: (Signature) Date/Time: :?sei;g;\/&cieﬁor Laboratory By: ,a\a\g -

Distribution: Original Accompanies Shipment; Copy to Coordinator Field Fites
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Westmont, NJ Piscataway, NJ Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA ~~SHyriX, GA  GICONSUUTs, NG MUTStUT

609-858-4800 908-981-0550 516-897-7251 212-290-0052 203-233-9007 313-668-6810 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, April 18, 1997
11550 Newcastte Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971289

"POLARIZED LIGHT MICROSCOPY (PLM)
| o . _ .

Project: 020601RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION ~ APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS

WBS085G01

" <1%Chrysotle | 100% Other

‘ Tan :Teased
'Non-Fibrous | |
‘ Homogeneous ‘

|Tan  |Teased < 1% Chrysotile 100% Other
Non-Fibrous ‘ i

‘ Homogeneous

IS S

WBS085G02

h’an . "”Teaserd o i 2%7Chrysoti|e 7  98% Othewrﬁ
Non-Fibrous } ;
| Homogeneous | ‘

WBS085G03

e —— -

‘ ‘il'eased B ' < 1%77Chrysotiler o ‘ . 100% Otﬁér
Non-Fibrous ! !
Homogeneous

0

WBS085G04 |Tan

'WBS085G05

‘Tan ; Teased | <1% Crhrysotriiér o 100% Othér
|

Non-Fibrous ‘

Homogeneous

Tan ieased ] < 1;%??;}/sotiilgﬂ : L 100% Other
Non-Fibrous
:Homogeneous

'WBS163G01

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be
guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP
nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory
is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.




Westmont, NJ Piscataway, NJ  Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Greenshoro, NC Houston, TX

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-663-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday, April 18, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971289

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS484G01 ran  [Teased " < 1% Chrysotile | 100% Other
|
1
WBS484G02 \TTieased [ <1% Chr;/;tiie ‘ o 100% Other
Non-Fibrous ’ 1
Homogeneous \ | ‘
_ ; ! | B
WBS484G03 Teased | 2%Chrysotle | D 8% Other
Non-Fibrous 1 }
Homogeneous ;
WBS484G04 Tan Teased =~ NoneDetected 100% Other
Non-Fibrous ﬂ \ |
Homogeneous | |
H |
WES484G05 Tan Teased | <i%Chysofie 100% Other
Non-Fibrous ‘ ‘ i
Homogeneous ‘
\WBS484G06 N ITeased | <1%Chrysotite ‘ 100% Other

Non-Fibrous
| Homogeneous | |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered sampies, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Salinas

Approved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of sampies which contain asbestos. Thus negative PLM resuits cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 2
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of resuits when requested to physically separate and analyze layered samples.




NJ P NI Carle Place, NY Manhattan, NY Seattle, WA Ann Arbor, MI San Mateo, CA Smyrna, GA Gr 0, NC X

609-858-4800 908-981-0550 516-997-7251 212-290-0052 203-233-9007 313-668-6310 415-570-5401 404-333-6066 910-297-1487 713-686-3635
Ecology & Environment, Inc. Friday. April 18, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971289

j FoLAﬁiEDTlEH?MiCEb?S?CEP} (PIM)

Project: 020601RAGI WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS631G01 B Tan 0 [Teased "1 < 1% Chrysotile | 100% Other
| Non-Fibrous | } |
‘ Homogeneous | ‘ ‘
WBS631G02 ‘Tanr © [Teased " <1% Chrysotile | T 100% Other
| |
Non-Fibrous :
|Homogeneous ‘ ‘ ‘
\WBS631G03 'Tan 'Teased | < 1% Chrysotile | ' " 100% Other
| Non-Fibrous ‘ } i
|Homogeneous 1
,,,,,,,, [ - | e i .
, WBS631G04. Tan” ) ;Teased 7 ‘7 2% Chryéétiler : - 98% Other
‘ Non-Fibrous \ |
Homogeneous

- T R |

Comments: For all obviously heterogeneous samples easily separated into subsamples, and for layered samples, each component is analyzed separately.
Also, "# of Layers" refers to number of separable subsamples.

Carlos D. Solinds

pproved
Analyst

Signatory

Disclaimers: PLM has been known to miss asbestos in a small percentage of samples which contain asbestos. Thus negative PLM results cannot be

guaranteed. Floor tiles and wipes should be tested with either SEM or TEM. The above test report relates only to the items tested. This report may 3
only be reproduced in full with written approval by EMSL. The above test must not be used by the client to claim product endorsement by NVLAP

nor any agency of the United States Government. All "NVLAP" reports with NVLAP logo must contain at least one signature to be valid. Laboratory

is not responsible for the accuracy of results when requested to physically separate and analyze layered samples.
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Analytical Services Center

4433 Walden Avenue, Lancaster, New York, 14086, Tel. 716/685-8080, Fax 716/5685-0852

International Specialists in the Environment

ecology and environment, inc.

CHAIN-OF-CUSTODY RECORD

Project No.: Proyecx Namae:
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Project Manager:
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Samplers: (Signatures)

s M D
- 2 A

%
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Relinquished By: (Slgnatur\) Date/Time: Recesmed By /(Signature) Relinguished By: (Signature) Date/ Time: Received By: (Signature)
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Wastmont, NS Bacalaway. N7 TarePiace. Nt Mushattaa NY Seattls. WA Ana Arver, M1 San Mutsa. CA Smyrun, Gk Gromabors, NC Houstoo. 1X
19058584800 4009910650 518007 725t 2122900062 208-243-5007 3130684810 415570541 5550000 918-297- 1487 71149883835

Ecology & Environment, inc. Wednesday, April 23, 1997
1 1550 Newcastle Ave. #2350
Baton Rouge. LA 70816 Ref Number: TX971356

 POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601 RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
WBS163G02 Brown Teased | <1%Chrysote 100% Other |
Non-Fibrous ' :
Homogeneous
‘WBS163G03 Hrown  Teased ' 2% Chrysotie ' 8% Other
Fibrous ‘
Homogeneous E :
‘WBS156G01 Brown  Teased T 1% Chrysotle 100% Other i
Non-Fibrous |
Homogeneous
WBS156G02 Brown Teased 2% Chryso!.ﬂo:‘ ; - 98% Othar
Fibrous < 1% Crocidolite '

: Homogenaous

g ref ¥
’ 4

af30l7

'

Comments’ For all obviously haterogeneous samplas easily separated into subsamples. and for layered samples, each component is analyzed separately.
Alsp, "# of Lpyers” refers to number of separable subsamples.

Approved

Analyst Signatory

Disclaimers. PLM has peen known 1o mins gabsstos v & small percentage of samples which ctrksin aubastos Trius negetive FLM results cennot be

guarantend. Fioor tins NG wipes should be tested with skher BEM of TEM. The atove (st ieport retuies only 1o tha kems teated. T rapor mey 1
only be reproduced in full with written appravs! by EMSL Tha sbove test must not be usad by the clent to cikim product sndorsament by NVLAP

nor any agency of the Unitess States Government All "NVLAP® reports with NVLAP logo eust cortein ot least one signature 1o be vakd Laboratory

{8 ot remponsible for the accuracy of reaults when raquested 1o phyaically separate and anslyze brysrad samples.
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@4/23/1537 14:24 7136863645 EMSL TEXAS -
Westappet, X} PMeaatawyy, I Carte Plate. 1Y Mashaitan, WY Soattls, WA Aam Arber, 10 | Y L1 3
900 5ig-4400 90508 1 S5id §18-007- 7281 - 2EH00 Me-L33 0007 Himan 7451 He0-E0 - T 20
Ecology & Environment, inc w i
. ednesday, April 23, 1997
11550 Newcastle Ave., #250 v Aen
Baton Rouge, LA 70814 Ref Number: TX971357
o e
LPOLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 WESTBANK ASBESTOS
SAMPLE ASRESRTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FABROUS % NONFIBROUS
"4 WBS1120G01 ‘Brown " Teased r 2%Chrysotie | S 98% Other i
' Fibrous ! < 1% Crocidolie \
| Homogeneous ‘ ; l
* WBS1120G02 Brown Teased " 2% Chryscthe | 88% Otner
‘Fibrous . ':
Homogeneous I !
_ o S RN . ;
~WBS$156G03 ' Brown Teased | <1%Chrysote | N 100% Other
\NonFibrous | 5
'Homogeneous i !
: . N e
~} (WEBS156G04 ‘Brown 'Yeased T <1% Chrysotie | 100% Other
| Non-Fiorous ! | 1
'Homogeneous 1 :
f o _ e ——
Y\ wess3s (01 {Brown  |Teased —’! 2% Cheysotie 1 28% Othes
‘Fibrous ! H t
: Homogensous i :
; . ot e l - U D,
Y- WBS092G01 Brown Toased 7| <1%Chysotia | 100% Other
| Non-Fibrous '. i
| Homogensous { '
i . - PN
Comments: For al obviously heterogeneous samples easily separated into subsamples. and for layered samples, each component is analyzed separately.
Also, “# of Layers™ refers to number of ssparable subsamples.
e+
AN
1: A -
Arthur Hernandez, Jr. Approved
Analyst Signatory

Dcisimers. PLIM has boun krmown 1 mise s55esioe n & wnal peroartege of $aMpiad which contain ssbesias. Thus "egative PLM resuits cannct be
gunmoaa.Fmsmmmmuuunmmssuammmwrmmmbhm-mw Thie repornt mey 1
mnmnumm-nmubyeus;mwwmmmmwummmprowmnmbywwn

mor ady sgency of the United Stetes Governmant A “NVUAP” reports with NVLAP 1600 must cariiid at leest 0né signature 10 De valid. Laborstory

I8 NOL PRRDONSIbIS for the Buouracy of rasle When requested to plvyaielly

SOpPraie 8NS WNGTE \ayared samples.

e

R B L Vadunt
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SenmoetB)  Pucatsoay Rl Carie oo N7 Mashpstan Y Sestte WA Ana Arbor M8 Sua Natew. CA [0~ QAN T R e 3y
99 45 0 o081 do08 Y 2 7] 212 2900088 T Y T Py T -man Ly 3y Py T

Ecology & Environment, Inc. Wednesday, April 23, 1997
11550 Newcastle Ave, #250

Baton Rouge, LA 70816 Ref Number: TX971357

Project: 020601 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
“WBS092602 |@rown Teasad | <1%Chrysothe T 100% Other '
| Non-Fibrous
' Homogeneous
T WBS092G03 ‘Brown Teased " <i%Chrysotie | 100% Other B
' Non-Fibrous i
. Homoganaous I
"}~ WBS835G02 | Tan  Teased T 2%Chrysotle 98% Other
'Non-Fibrous ! < 1% Crocidolite ;
. H i
{Homoqenoou i ;
i R L — L
-WBS835G03 Tan Teasad 1 2%Chrysotie 98% Other |
{ Non-Fibrous ! < 1% Crocidolite
i Homogensous :
Jd e T v
N\, WBS635G04 Tan Teased < 1% Chrysotile } 100% Other
| Non-Fibrous i < 1% Crocidolita
; Homogensous ' : |
'y S o
WBS635G05 Grey ‘Teasad < 1% Chrysotiie 100% Other

{Non-Fibrous < 1% Crocidolity
: Homoganaous :

— ——n - —————t e - e e d

Commants’ For all obviously haterogeneous samples easily separated into subsamples, and for layersd samples, each component is analyzed separately.
Also, "# of Layers” refers t0 number of separable subsamples.

i i
>

eath -
Caros O, Salinas

Approved
Analyst

Signatory

Disclsimurs: PLM has besn known 1o miss 33062108 in & small percentage of sampies which cantain ssbestos Thus negatve PLM resutts cennot be

QuUAraNtesd. Fioor tivs and wipes should be w3ind with either SEM or TEM. The sbove leet report reimtes only 1o the tems tested. This report may 2
only b reproduced  hll with wiilten apdroval by EMSL The above test must not be uned by the ollent (o claim Droduct endorsement by MVLAP

nor arvy agency of the Untted Stetes Goverrynent All “NVLAP™ reports with NVLAP 1000 mubt aontin st ieest one signatss 1o be vaild. Latorstory

is Ot responsitie for the scaricy of results when requasted 1o ptsicaily separsle end analyze Wyered sampied
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f
| Wecment, XJ Pacetaway. &) CartaPlase XY  Masbamaa WY Jeattie WA Axz Arder M0 Sam Naten, CA [RNmpy PR TR ey ) g

908 468 a0 05 081 e S10-007.738) 212 300906k -7 0 UM & L8448 B350 N7 107 713-906- 9038
Ecology & Environment, Inc. wednesday. April 23, 1997
11550 Newcastle Ave. #250
Baton Rouge. LA 70816 Ref Number:. TX971357
" POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020801 WESTBANK ASBESTOS
SAMPLE ASRESTOR NONASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPEK % FIBROUS % NONFIBROUS
WBS635G06 an Teased " NoneDswected | 100% Other
~ on-Fidbrous
omogeneous
WBS635G07? an Teased None Dd;dnd ‘ 100% Other
on-Fibrous '
omogensous
— - i B
WBS812G01 an " Teased " None Detected ’ 100% Other
on-Fibrous ’
WBS180G01 Teased  2%Choysote ” 98% Other
Non-Fibrous < 1% Crocidolte
Homogensous
VBS180G02  Tan Teased 4% Chrysoctie o - 868% Other
| Non-Fibrous < 1% Crocidalite

‘Homogeneous ‘

~omments. For all obviously haterogeneous samples easily separated into subsamples. and for layersd samples, each component is analyzed separately
Also. “# of Layers” rafers 1o number of separable subsamples
>

AL
Cr it
H
Cémos D satinQs %@} Approved

ANQlyst Signatory

Oucigimers, FLM Ngs Daen kNOWr 10 Miks 38D08(08 " & @il prcantage of Sampies which CONUN §SUSSI08 Thue negetive PLM rasulls cannot be

quarantesd Fioor U0 and wiped Should DO testad with skDer SEM or TEM The aDOve test report reties only 1o the dems tested Thus raport may 3
ordy be reproouced i Uk wikh writer approvel by EMSL The sbove tent MUt ROt DS used DY e ZSent 10 clawn product andorsament by NVLAP

nor sy sgency of the Unded Btutes Government Al "NVLAPR” reports with MAP logo must Cortain 8f 1east one signsiure to be vakd | sboratory

& At Fasponsibie for tha soauracy of resuts when reaUOSLEd 1O DRy wically saphrdls and enaiyze oyered semples
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Webtreomt, X} Maeatznag, B)  CarleMess, NT  Masdattea XY Seattls WA Asa Ardar, W) Sax Matse, (A toyosa, 84 Srsmurbory, XC Y 17
R0 0201004 T T 12200 0002 24-LH w7 IS mis 1S THMG 04333 ge08 12 2181 TRHRNN

Ecology & Environment, ine.
11550 Newcastle Ave. #250
Baton Rouge., LA 70816

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 02060RAG1 WESTBANK ASBESTOS

Wednesday, April 23, 1997

Ref Number: TX971374

SAMPLE LOC. Yy k
OCATION , APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
‘WBS179G01 ; ‘ T P rysotile '
; Brown iTeasad b 2% Chrysotile i 98% Other
IFibrous _ | < 1% Crocidolite '
‘Homogeneaus
: .- . ; -
WBS179G02 ‘Brown Taased { 2% Chrysotile : 98% Other
{Fibrous : : |
iHomogoneous : : |
WBS178G03 'Brown ;Teased Y <1% Ch‘r‘yl‘ot)lewm' B : 100% Other
Non-Fibrous ! |
|Homogensous 1
? ’ o S [
WBS813G01 éBrown Tessed <1% Chryaouh— T 100% Other
"Non-Fibrous : : !
gHomogonoous I
WBSB13G02 ‘Brown  Teased | <1%Chrynotle | 100% Other
Non-Flbrous ' :
Homogenaous |
: - e
‘wBS813G04” ETan Teased o< 1% Chrysotls ’ 100% Other
€02 iNon-Fibrous i ¥
Mo U091 |Homogeneous i ¢

i

! H

: {

[N . b —— e

i}

!

Comments For all obvigusly heterogoneous samples easily separated lnMybsampbs. @nd for lsyered samples, each componenf ls‘ analyzed separately.

Also, "R of Layers” refara 1o numbar of separable subsamples. \

Arthur H ncmdez J}.
Analyst

-8
it
%\

Approved
Signatory

Qisciaimers: FLM hat Dasn kaown (o Mmus 88Destas v & snail porcantage of smmples which comtain sabasios. Thus nagetive PLM rasults canant be

guarsniaed. Fioor tios and wipas shouki be lested with either 3EM of TEM. Tha abave taat repord ralstes only tg the tems toyted This

raport may 1

only b reproduceg 0 Rl with writer approval by EMSL. The sbove test mutt not be utad by the ol 19 diic product engorssmest by NVLAP

nor any agency of the Unked States Government Al NVLAP” reporte with NVLAR logo must contéin s1 ieast ona signsturs 1o be vaid
i not responable for the acourscy of rasuits when rsquesied (o physicatly 19Darslo And ansly1e W/ eesd tamplos,

Laboratory
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Ecology & Environmaent, Inc, Wednesday, April 23, 1997
11550 Newcaostie Ave, #250 .
Baton Rouge, LA 70816 Ref Number: TX971376

' POLARIZED LIGHT MICROSCOPY (PLM)

Project: 02060RAG1 WESTBANK ASBESTOS

|

SAMPLE ASBESTOS NONASBESTOS
| SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIBROUS
' \WBS022GO1R !0R22/°23: ‘Tan Teased ! <1% Chrysotie ’ 100% Other '
'_ ESAMPLE i Non-Fibrous : + < 1% Crocidolite [
_Homogensous ; i
WBS022G02R 1022/023 Tan " iTeased . <1%Chrysotie ! i 7 100% Other
[RESAMPLE Non-Fibrous ! < 1% Crocidolie :
Homogenaous : "
L i Pl R .
WBS021G01 {Tan Teased Tl < 1% Choysotie T 100% Other
'Non-Fibrous ‘ ! i
:Homogeneous i :
". ; ‘ -

!
R
“‘ .

N
Comments: For all obviousty hetarogenaous samples easlly separated into subsamples, and for layared samples, aach compenent is, enalyzed separately.

Also, "# of Layers” rafars to numbar of saparable subsamples. ] 'S

\
1
o
it

G\
Arthur H mondez,Jr . Approved
Analyst Signatory

of be

Dinciaimers PLM has besn known 1o Miss 8sD58108 11 & SMSK parcantss of samplas which contein sbestos. Thus negalive PLM resuits cann

guwertesd Floor ties wrxd wipes should be tssted wih sither SEM or TEM Tha above tekt report teislet only fo the iems teeind, This report may 2
only be reproduced In full with writien approval by EMSL. Tha above tasl must not bé uxed by 1w tlert to daim product sndorvsment Dy NVLAP

nor any agency of Ihe Unisd Stared Gavemment All "'NVLAP” reports with NVLAP logo must contsin st lesst one signature 1o be vaka Lebaratoty

Is 7Ot rePpONSB 107 (N8 ASCUNACY OF NS4UNE when retrested 10 physicaly septrsls end wuelyre isydrad samples
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EMSL TEXAS PaGE Bz
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Ecology & Environment, Inoc. friday, April 25, 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 708146 Ref Number: TX9713%90
POLARIZED LIGHT MICROSCOPY (PLM)
Project: 020601 RAGt1 WESTBANK ASBESTOS
NONASBESTOS
SAMPLE ASBESTOS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFIBROUS
. wes153 Go1 Tan Teased 2% Chrysotile 98% Other
Non-Fibrous
Homoganeous
THWBS 153 GOZ Tan Teased 2% Chrysotile 98% Otner
Non-Fibrous
Hormogeneous
N WBS174 GO Tan Teased < 1% Chrysotile 100% Other
v Nan-Fibrous
Homogeneous
¥ WBS986 GO1 Tan Teased < 1% Chrysotlle 100% Other
. Non-Fibrous < 1% Crocidoite
-Homogeneous
WBSS86 G02 Tan Teased 4% Chrysotlle 96% Other
-Non-Fibrous < 1% Crocidoiite
-Homogeneous
N\WB5986 GO3 Tan Teased 10% Chrysotile 88% Other
Fibrous 2% Crocidolite
Homogeneous
Comments For all obviousty hetarogeneous samples easily separated into subssmples. and for layered samplas, each component is analyzed separately
Also, "# of Layars” refers to numbar of separable subsamples
v f
Caros D, Salinas Approved
Analyst Signatory
Discigimars: P1 M hes bean known (o mies asbestoa n s smat parcentage of Lamples which cortsr asbestos Thus regative PLM rgsults Gannol be
Quardmenad Floor ties and wipes Should D testec with etnar SEM or TEM The ybove tamt rapart relales only 10 e tams teatad This report mey 1
only be reproduced m Ryll with written sporoval Dy EMSL The above 181 must not be Used by the client to claim sroduct endorsament by NVLAP
nor ey aQancy of ihe Unied Statas Governmant A “NVIAF™ reparts with NVLAP 1600 must contain st least one §'gnaturg 10 be vahg | aboratory
1 not responisble for tha acouracy of resulty whn requeNsd 1o phwiically soparmis 5nd analyze ayerss sempies
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, ® Soustas,
Bermeat V) Posesaway. 8} CuslePlaca, WY Wuhavaa WY Seartts. WA Amm Arber. W) San Mates. CA myree. M Sremabore. "

', K3 35e L0 08 b1 Jobt 515987 7O 212 299 9082 223 233 087 13900010 43579541 53000 1029 18 713406 2438
Ecology & Environment, Inc. Monday. April 28, 1997
11550 Newcastie Ave. #250
Baton Rouge. LA 70816 Ref Number: TX971402

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

NONASBESTOS
SAMPLE ASBESTOS .
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONFISROUS
TROWBS747GON rawn Teased 2% Chrysothe 98% Other
ibroug
Homoegeneous
CesTesa Brown Teased 2% Chrysotile 98% Otr.er
}
i Fibrous
! Homogeneous
4
1
\"\f S172G - i ‘ : 9/
| WBS172G03 Brown Teased < 1% Chrysotile ‘ 100% Other
i Non-Fibrous
i Homoganeous
l ‘
\ WESIT IGNS Brown Teased < 1% Chrysoul. 100% Ctrer
! Non-Fibrous
| Homogeneous
! i
g P
\‘.'1331 72305 Brown Taased < 1% Ch tie 100% Othar
i 7YSO
? Non-Fibrous !
i Homogenaous
e WS T4G0s Brown Teased < 1% Chrysotile i 100% Other

Non-Fibrous
Homogengous

P Dommets: For all obviously heterogensous samples easily separated into subsamples, and for layered samples, each component is analyzed sepa-ataly.
=3¢ '# 5t Layers” refers to number of separable subsamgples

i Ay

3 ,// \Z /\/%

i e X-

} v

—

* g

= -

! ~ripor Hernandez, Jr, Approved

| Analyst Signatory

|

i

: Diaziuimary PLM nat Donn known (o M43 32568104 N1 8 AMaH Carcantege of aamples which COMEN asbesias Tr-.3 “egative PLM resuts ~annct Se

i ‘ guaranioed Far s 804 wipan 3rust D6 tested with etiher SEM or TEM The sbove 16! report reiates only Ic ine ¢ems tasted This report ma, !
0Nty bu raprothcsd AUl with wottar RCprov 8l by EMSL The 8D0ve ‘st must not de Lsed by ihe clien ¢ cisar rad.c #ndorsamant by NVLAR
nor 8Ny dgency of (he United States Government Al NVLAP” reporta with NVLAP 1opa st contain at lessl 0ro sigrature 1o be vekd «aberalory

) 18 NOt 7900 BN 10 the JSTUNIGY ©f J3P 8 WhaN requatted i phymcally Mparaly and sreite lyeced samplsa
%
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SAMPLE
_NBS172G01

~ WBS173G0Y

™ wBsTaGe2

~ WBS178G03

\WBS 173504

Arttiur Herfmandez, Jr.

Wesimont NJ Pacstnery. ¥ CafeMase WY Madhadtas WY eattie WA Asa Arvee, 10 San Hatee, 1A myng, 84 Groamdore, NC Beastn. TX

W8 W0 208 9§ 3650 $15-997 738 ny e wLos Wy 3i3By 15575401 BIN AN 10297 187 743 486 3035
Ecology & Environment, Inc. Monday. April 28, 1997
11550 Newcastie Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971402

POLARIZEOD LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESRTOS NONASBESTOS
LOCATION APPEARANCE TREATMENT % TYPE % FIBROUS % NONF3ROUS

Brown ‘Teased . < 1% Chrysotile ‘ ' 100% Other
Non-Fibrous
MHomageneous ]

Brown Teased ) 3% Chnnoti;' o : 97% Othar
Fiorous ‘
Homagesnaous ?

| Brown Teased e 1% Cbmotihw _ 100% Other
‘Non-Fibrous
Homaogeneous

Brown Teassd <y Chrbm : 100% Qirer
Non-Fibrous |
_Homogensous : '

———— .

‘Brown ‘Teased " < 1% Chrysotie f 100% Other
Non-Fibrous :
.Homogeneous

1

| Brown Teased . <1%Chrysotie ' 100% Otner
I Non-Fibrous 3
Homaoganeous

Comments For aft obviously heterogenecus samplas aatily separated into subsamples, and for layered sampies. each campoenent is analyzed secatalely
Al " of Laysare” refers to numbar of separable subsamplas.

¢
{r/f‘éﬂq,ﬂ

4/7,5“/

Approved

Analyst Signatory

Disctaimers PLM a3 besn known 1C Mise 2sDesion In o wmall paccamaps of samples whech conlgin eabentor Thus negative PLM resulis tannot be

(e artead FIOOr 163 and wpes 1houls b Bsied wih ather BEM of TEM. The above et repet feistes Only (0 the Ramas tested This repon mey 2
only be reprasuced 1 full wkh weilten apocava’ by EMSL The sbove test must not be Laed by B dhent 10 e product endo ssmant by NVLAR

nor ey egency of the Untad Statee Governmant At NVLAP™ reports with NVLAP 10go meust condsin at inest on4 sgnature 1o be valia LaDoratory

# NOL respORYiLIS 157 1he sCorscy of results when requedted 10 Dhysically sepacite Snd graly?s inyered samples
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Ecology & Environment, inc. Monday, April 28, 1997
11550 Newcastle Ave, #250
B8aton Rouge, LA 70816 Ref Number: TX971402

POLARIZED LIGHT MICROSCOPY (PLM)

Project: 020601RAG1 WESTBANK ASBESTOS

SAMPLE ASBESTOS NONASBESTOS
SAMPLE LOCATION  APPEARANCE  TREATMENT % TYPE % FIBROUS % NONFIZICUS
~bs WB3178G02 ‘Brown Teased ' <1%Chrysotle ' 100% Otne:
-Non-Fibrous .

Homogenaous

Comments For all obviousty heterogeneous samples easily separated into subsamples, and for iaysrad samples. aach component s analyzed separate)y
Alsy “# of | 3yers” miers to number of separable subsamples. )

'fﬁﬂ,d
éi/ﬂ/[?

Approved
Signatory

Disclamers: PLM has benn known 10 Mis #a08s108 I 8 Sl DRrcArI)e of smpies which SONUMIN gibetios Thus negal ve PLM rasults zgrnct oo

guareniaed. Fio0r tles and wipas should e taated with ather BEM of TEM. The above test epart reties onty 10 the Rems taated This repont rnay 3
Only Do reproducad » "l with wetten xoprovat Dy EMSL. The above teet muat not be used by the chent o claim produc endoraamant by NVLAF

nor ary sgancy of 109 Linited Stales Goverrmant AL NVLAP” repcrts with NVLAP logo must CONtINN at east one $:ignalure i be vaid | aboratory

18 N TRSPCNAIDIS for the ancuracy of aLits when reussied 10 phyeietly sepsraty and snatyzs tayeress samples
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| Ecology & Environment, Inc. Monday. April 28. 1997
11550 Newcastle Ave. #250
Baton Rouge, LA 70816 Ref Number: TX971428

POLARtZED LIGHT MlCROSCOPY _(PLM)

Project: 020601 RAG1

NONASDESTOS
SAMPLE ASBESTOS " . N oE DS
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE % FIBROU Dot :
N WBS225301 Brown Teased < 1% Chrysotile ‘ 100% Ctric
Non Fibrous
Homoaganaous
N wess.502 Brown Teased < 1% Cheysotte 100% Orres g
Non-Fibrous : ‘ ! !
. Homogenecous ¢
g
wBss23603 ‘Brown Yeased i < 1% Chrysotie 100% Othe: i
' Non-Fibrous :
Homogeneous :
N #8SE 1.3 Brown ‘ VTeased . <1% Chrysotibw' ' o 100% Gther :
Non-Fibrous ' < 1% Crocidoiite
‘Homogenaous ' '
N3S2120C2 Brown ‘Teased ‘ <1% Chrysoﬁh. ) ’ 100% Other
Nen-Fibrous :
Homogansous
~a WBSTE5GO1 Brown Teased 7 "< 1% Chrysotile | | 100% Othar
Non-Fibrous i
! Homogansous

Commets For all obviously heterogenaous samples 2asily separated into subsamples and for layered samples. each component is aralyzed sepa:a'es
Ai3g i o Layars” refers to number of separable subsamples

5 Al
| & i
£ thur Harmander, b / Approved

Analyst

Signatory

Qisclaemars. PLM "R DRt KNoWn 10 5183 8608304 I 8 sad percares of SBMDIST Whih cOMBI s1tasios This ~sgatve PLM retuts can-ct be
pusranteod Flogr ties and wiDet shCuld be tassd with either SEM or TEM Tre atove st report reiates only (o e Rems tested. This repon may
; only b rsproduted r fud with written aporoval by EMSL The above test muat not be used by 1he CBEN! 1O citen croduct B U0 amant by NVIAP
nar any agency of Iha Lintad Sietes Goverv-ant AR NVIAPT reports with NVLAP logo must conksin et east one 3:0r 8170 10 be vahd Leborstcny
} 4 1t reaconedio lor the acarncy Of resuis when reusated to physcally seperats 8nd snalyze leyerad samples
b
( : ;Mr ]

A
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,‘ Ecology & Environment, Inc. Monday. April 28, 1997
‘ 11550 Newcashe Ave, #250

| B8oton Rouge, LA 70814 Ref Number: TX971428

POLARIZED LIGHT mcnoscou{fgpw)

Project: 020601 RAG1

NONASBESTOS
; SAMPLE ASBESTOS oo
SAMPLE LOCATION APPEARANCE TREATMENT % TYPE “% FIBROUS % NONTIST U »
\?\JWI%7 50602 Brown Teased € 1% Chrysotte 100% Otrig- ?
Non-Fiorous '
HomMoganeous
~ WBSTE303 Brown Teased " < 1% Chrysotile 100% Other
Non-Fibrous ; ;
Homogansous 1 :

Commerts: Far alt obviously heterogensnus samples aasily separated into subsamples. and for layered samplas, each component is analyzed sepasate
Aiso. "# uf Layers" refers to number of saparable subsamples

Athur Hermandez, Jr.
Analyst

W Approved

Signatory

Discigimecs PLM nas Teen known to Miss 8SDSIE N 3 $Mat pACeNteNe of SAMDISE which Contdin ssbestos Thus negstive PLM results (arn be

gutrantead Fioor tins 3nd winss AnCLLS be tasted with aitner SEM or TEM The 4bove lext repevt relatss only 10 1he Rams tasted This report may o
ORly b reprodus n W.N with wrdten sporovat by EMSL The sbove test must nat De uaed by the dent 1o Caim product 8rantiement by NVLAP
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